
 

 
ADDENDUM NO. 3 

TO 
BID DOCUMENTS 

FOR 
LIGHT POLE PAINTING PROJECT 

FOR THE 
CITY OF ANN ARBOR, MICHIGAN 

 
The following changes, additions, and/or deletions shall be made to the Bid Documents and 
Plans for Light Pole Painting Project for the City of Ann Arbor, Michigan, Bid No. ITB – 4329 
on which proposals are to be received, on or before, 2:00 P.M. Monday, April 28, 2014. 
 
The information contained herein shall take precedence over the original documents and all 
previous addenda, and is appended thereto.  This addendum contains 9 pages.  
 
The Bidder is to acknowledge receipt of this Addendum No. 3 on page ITB-1 of the Bid 
Documents prior to submitting its Proposal. 
 
Changes in the Bid Documents which are outlined below are referenced to a page or drawing in 
which they appear conspicuously.  The Bidder is to take note in its review of the documents and 
include these changes as they affect work or details in other areas not specifically referenced 
here. 
 
Section 09900 (Issued) 
 
Replace Section 09900 with the new Section 09900 issued as part of this Addendum. 
 
Sample Paint Warranty (Issued) 
 
Replace the Sample Paint Warranty (4 pages) with the new Sample Paint Warranty titled “Ann 
Arbor Light Poles Limited Warranty No. 2014120 – Advanced Draft” (3 pages). 
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SECTION 09900 

PAINTING 

PART 1 GENERAL 

1.1 SECTION INCLUDES  

A. Surface preparation and field application of paint coating for Light Pole Painting.  Poles, mast 
arms, base covers (as may be present) shall be painted. 

B. 15 year color, gloss retention warranty required, see WARRANTY section herein. 

C. Contractor shall comply with all requirements and conditions of Limited Warranty No. 
2014120 – Advanced Draft. 

1.2 RELATED SECTIONS 

A. Section 01005 – Administrative Provisions 

1.3 REFERENCES 

A. ASTM D16 - Definitions of Terms Relating to Paint, Varnish, Lacquer, and Related Products. 

B. NACE (NACE International) -Industrial Maintenance Painting. 

C. SSPC (SSPC: The Society for Protective Coatings) SSPC Painting Manual Volumes 1 and 2.  

1.4 DEFINITIONS 

A. Conform to ASTM D16 for interpretation of terms used in this Section. 

1.5 SUBMITTALS 

A. Provide the following, in electronic submittal format for review, to the Engineer: 
1. Product Data:  Provide data on all products.  Data shall include manufacturer’s 

suggested surface preparation and coating thicknesses. 
2. Manufacturer's Instructions:  Indicate special surface preparation procedures, substrate 

conditions requiring special attention, environmental considerations and any 
restrictions regarding recoat time. 

3. Provide specific instructions for cleaning and preparing existing fiberglass and 
aluminum surfaces to be painted. 

1.6 QUALIFICATIONS 

A. Manufacturer:  Company specializing in manufacturing the Products specified in this section. 

B. Applicator:  Company specializing in performing the work of this section with minimum three 
years, approved by manufacturer. 
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1.7 DELIVERY, STORAGE, AND HANDLING 

A. Deliver, store, protect and handle products in accordance with Manufacturers 
recommendations. 

B. Deliver products to site in sealed and labeled containers; inspect to verify acceptability. 

C. Container label to include manufacturer's name, type of paint, brand name, lot number, brand 
code, coverage, surface preparation, drying time, cleanup requirements, color designation, and 
instructions for mixing and reducing. 

D. Only materials approved for use on this project shall be delivered to the site. 

E. Store paint materials at minimum ambient temperature of 45 degrees F (7 degrees C) and a 
maximum of 90 degrees F (32 degrees C), in ventilated area, and as required by 
manufacturer's instructions.   
1. Any material found on the project that is stored in areas that are outside of the above 

temperature requirements shall not be used on the project and shall immediately be 
removed from the site. 

1.8 ENVIRONMENTAL REQUIREMENTS 

A. Do not apply materials when surface and ambient temperatures are outside the temperature 
ranges required by the coating product manufacturer. 

B. Do not apply exterior coatings during rain or snow, or when relative humidity is outside the 
humidity ranges required by the paint product manufacturer. 

C. Minimum Application Temperatures for Paints:   
1. Minimum application temperatures shall be as required by the coating manufacturer's 

instructions. 
2. If there are no explicit printed recommendations by the manufacturer, minimum 

temperature of the air and surface to be painted shall be 50° Fahrenheit. 

PART 2 PRODUCTS 

2.1 MANUFACTURERS 

A. Manufacturers - Paint and Special Coatings: 
1. Tnemec Company or “Engineer approved equal.” 

B. Substitutions: No substitutions are allowed.  Contractor shall use system and materials 
specified. 

C. All products used on this project shall be from the same manufacturer unless written 
authorization is received from the Engineer. 
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2.2 MATERIALS 

A. Coatings:   
1. Ready mixed, except field catalyzed coatings.  
2. Process pigments to a soft paste consistency, capable of being readily and uniformly 

dispersed to a homogeneous coating; good flow and brushing properties; capable of 
drying or curing free of streaks or sags. 

B. Accessory Materials:   
1. As recommended by the manufacturer and required to achieve the finishes specified, 

of commercial quality. 

2.3 FINISHES 

A. Colors will be selected by the Owner from color samples submitted. 

PART 3 EXECUTION 

3.1 EXAMINATION 

A. Verify that surfaces and/or substrate conditions are ready to receive work as instructed by the 
product manufacturer. 

B. Examine surfaces scheduled to be finished prior to commencement of work.  Report any 
condition that may potentially affect proper application. 

C. Commencement of the coating operations will signify acceptance of the substrate(s) as being 
suitable for the coating and ability to achieve the final results specified. 

3.2 PREPARATION 

A. Due to warranty requirements specified, Painting Contractor shall have local paint 
manufacturer’s representative visit the site and observe surface preparation of areas to be 
painted to assure proper methods for actual field conditions are used.   Not every pole/mast 
arm preparation sequence needs to be observed but at least one of each type of pole/mast arm 
installation found on the project shall be reviewed by the paint manufacturer’s representative. 

B. Remove electrical cover plates, hardware, light fixture trim, escutcheons, and fittings, and 
paint separate from the pole, so that items are accessible/separate from pole and accesses are 
not painted shut.  Stainless steel items do not require painting.  Remove pole number labels 
prior to primer coat application.  

C. Clean surfaces which affect work of this section.   
1. Remove existing coatings that exhibit loose surface defects. 
2. Remove mildew by scrubbing with solution of tri-sodium phosphate and bleach.   
3. Sand fiberglass surfaces as specified under “Painting Systems.” 
4. Rinse with clean water and allow surface to dry. 

D. Marks:  
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1. Seal with a stain-blocking primer any surface marks that cannot be removed which 
may bleed through surface finishes. 

E. All pole mounted signs shall be temporarily removed while pole is actively being worked on.  
Existing mounting bands shall be left in place and painted over.  Signs shall be reinstalled at 
the end of each working day. 

F. Some poles have radio communication devices mounted to them.  The Contractor shall not 
paint or otherwise disturb these devices. 

 

3.3 APPLICATION 

A. Apply products in accordance with manufacturer's instructions. 

B. Do not apply finishes to surfaces that are not dry. 

C. Apply each coat to uniform finish. 

D. Apply each coat of paint slightly darker than preceding coat unless otherwise approved. 

E. Vacuum clean surfaces free of loose particles and/or use tack cloth just prior to applying next 
coat. 

F. Allow applied coat to dry before next coat is applied. 

G. Reinstall electrical cover plates, hardware, light fixture trim, escutcheons, and fittings 
removed prior to finishing. The City will re-install pole numbers at a later date. 

3.4 FIELD QUALITY CONTROL 

A. Field inspection and testing of new painted surfaces will be performed on random pole/mast 
arm installations by the Owner’s Representative. 

B. Areas will be tested at random with dry film thickness gage.   
1. Any areas not meeting the minimum dry film thickness shown or on approved Shop 

Drawing submittals shall have additional coats applied so the minimum dry film 
thickness is achieved.   

2. Each coat shall achieve the minimum dry film thickness specified, without regards to 
the overall system thickness. 

3.5 CLEANING 

A. Collect waste materials containers and remove daily from site. 

B. Make good all damage done to grade, sidewalks and/or streets and other work through neglect 
or carelessness or from failure to properly protect work from damage resulting from the 
execution of this work. 



CITY OF ANN ARBOR PAINTING 
2014 LIGHT POLE PAINTING PROJECT 09900 / 5 
  
 
 

 
Hubbell, Roth & Clark, Inc. Addendum No. 3 
 Job 20130989 

y
:
\
2
0
1
3
0
9
\
2
0
1
3
0
9
8
9
\
0
4
_
d
e
s
i
g
n
\
p
r
o
j
e
c
t
_
d
o
c
s
\
s
p
e
c
s
\
a
d
d
e
n
d
u
m
 
3
\
0
9
9
0
0
_
p
a
i
n
t
i
n
g
_
r
r
2
0
1
4
0
3
1
3
.
d
o
c
     
0
4
/
2
5
/
1
4
 
1
0
:
0
3
:
2
9
 
A
M

 

3.6 WARRANTY 

A. Paint manufacturer shall warrant, in writing to the Owner, that paint system will retain the 
same adherence, color and gloss level for 15 years, as was present on the day the coatings 
were applied and cured. See attached Sample Warranty for requirements. 

3.7 PAINTING - SYSTEMS 
 

 
PAINTING SYSTEM NO. 1 - Exterior Fiberglass & Aluminum 

 
Surface Preparation - SSPC-SP1 to wash and clean, followed by SP2 or 3 to abrade and 
remove any "wicking” of the fiberglass before coating.  Surface shall be thoroughly abraded to 
create a minimum 1.0 minimum surface profile in existing coatings.  Surface shall be clean, 
dry, non-glossy, and free of all contaminates. 
 

Min. No. of Coats  Min. Total Thickness 
 per Coating  of Coating 
 Layer  Layer 
  Product Dry Type 
  Name 

 
Primer 1 Tnemec Series 66 Hi-Build Epoxoline 2.0 Polyamide 
  85BR Medium Bronze  Epoxy 
 
Finish 1 Tnemec 1072 Fluoronar 2.0 High Solids 
  35GR Black  Fluoropolymer 
 
Or Engineer Approved Equal. 
 
Total Thickness of System – 4.0 Dry Mils Min. 
 
Contractor shall note curing times required between coats, per actual product used. 
 
Note: Tnemec shall select the color of the epoxy once finish coat color is selected. 
 
 

END OF SECTION 
 








